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APPENDIX A TO SUBPART C OF PART 59—FIG-
URES

Subpart D—National Volatile Organic
Compound Emission Standards for Ar-
chitectural Coatings
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59.401 Definitions.
59.402 VOC content limits.
59.403 Exceedance fees.
59.404 Tonnage exemption.
59.405 Container labeling requirements.
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59.410 State authority.
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59.412 Incorporations by reference.
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APPENDIX A TO SUBPART D OF PART 59—DE-

TERMINATION OF VOLATILE MATTER CON-
TENT OF METHACRYLATE MULTICOMPONENT
COATINGS USED AS TRAFFIC MARKING
COATINGS

TABLE 1 TO SUBPART D—VOLATILE ORGANIC
COMPOUND (VOC) CONTENT LIMITS FOR
ARCHITECTURAL COATINGS

AUTHORITY: 42 U.S.C. 7511b(e).

SOURCE: 64 FR 48815, Sept. 11, 1998, unless
otherwise noted..

Subpart A—[Reserved]

Subpart B—National Volatile Or-
ganic Compound Emission
Standards for Automobile Re-
finish Coatings

§ 59.100 Applicability and designation
of regulated entity.

(a) The provisions of this subpart
apply to automobile refinish coatings
and coating components manufactured
on or after January 11, 1999 for sale or
distribution in the United States.

(b) Regulated entities are manufac-
turers and importers of automobile re-
finish coatings or coating components
that sell or distribute these coatings or
coating components in the United
States.

(c) The provisions of this subpart do
not apply to automobile refinish coat-
ings or coating components meeting
the criteria in paragraphs (c)(1)
through (c)(6) of this section.

(1) Coatings or coating components
that are manufactured (in or outside
the United States) exclusively for sale
outside the United States.

(2) Coatings or coating components
that are manufactured (in or outside
the United States) before January 11,
1999.

(3) Coatings or coating components
that are manufactured (in or outside
the United States) for use by original
equipment manufacturers.

(4) Coatings that are sold in non-
refillable aerosol containers.

(5) Lacquer topcoats or their compo-
nents.

(6) Touch-up coatings.

§ 59.101 Definitions.

Adhesion promoter means a coating
designed to facilitate the bonding of a
primer or topcoat on surfaces such as
trim moldings, door locks, and door
sills, where sanding is impracticable,
and on plastic parts and the edges of
sanded areas.

Administrator means the Adminis-
trator of the United States Environ-
mental Protection Agency (U.S. EPA)
or an authorized representative.

Automobile means passenger cars,
vans, motorcycles, trucks, and all
other mobile equipment.

Automobile refinish coating component
means any portion of a coating, such as
a reducer or thinner, hardener, addi-
tive, etc., recommended (by its manu-
facturer or importer) to distributors or
end-users for automobile refinishing.
The raw materials used to produce the
components that are mixed by the end-
user to prepare a coating for applica-
tion are not considered automobile re-
finish coating components. Any ref-
erence to automobile refinishing made
by a manufacturer or importer on a
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